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DRILLED HOLE SHALL BE DIAMETER
OF DOWEL BAR PLUS 4 INCH

SAWED SECTION

THE HEADER BOARD SHALL BE SUFFICIENTLY RIGID TO
PREVENT DISTORTION FROM THE TYPICAL SECTION AND
MAINTAIN A STRAIGHT LINE FROM PAVEMENT EDGE TO
PAVEMENT EDGE.

THE CONSTRUCTION JOINT MAY BE SAWED FULL DEPTH,
HOLES FOR DOWEL BARS SHALL BE DRILLED AFTER THE
CONCRETE HAS SUFFICIENT SET TO PREVENT DAMAGE.
DOWEL BARS SHALL BE BONDED INTO THE HOLES.

BONDING FOR DOWEL BARS SHALL BE EPOXY OR
POLYESTER BONDING AGENTS AS SPECIFIED I[N SECTION
1039.

THE PORTION OF THE DOWEL OUTSIDE THE HOLE SHALL
BE COATED WITH AN APPROVED LUBRICANT.
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SILL SHALL EXTEND 18" BEYOND EACH EDGE OF THE
PAVEMENT AND SHALL BE CONSTRUCTED OF CONCRETE
REGARDLESS OF ADJACENT BASE MATERIAL.

ALTERNATE EXPANSION JOINTS@
(CONTRACTOR MAY SELECT EITHER EXPANSION JOINT(:))

¢ TIE BAR

EXISTING PAVEMENT NEW PAVEMENT
|

DRILLED HOLE DIAMETER SHALL BE
DIAMETER OF TIE BAR PLUS 3 INCH

TIE BARS SHALL BE EPOXY COATED. DEFORMED
REINFORCING BARS MEETING THE REQUIREMENTS OF
SECTIONS 710 AND 1057.

BONDING FOR TIE BARS SHALL BE EPOXY OR POLYESTER
BONDING AGENTS AS SPECIFIED IN SECTION 1039.

TIE BAR SIZE AND LENGTH SHALL BE BASED ON THE

THICKNESS OF THE THINNER PAVEMENT OR SHOULDER TO
BE TIED TOGETHER.

LONGITUDINAL CONSTRUCTION JOINT
(EXISTING PAVEMENT)@

(1) LENGTH OF CAP

(2) GAP BETWEEN END OF
CAP AND DOWEL.

% FOR EXPANSION JOINTS FORMED USING A
CONSTRUCTION HEADER., THE EXPANSION CAPS SHALL
BE INSTALLED ON THE EXPOSED END OF EACH BAR

ONCE THE HEADER HAS BEEN REMOVED AND THE
JOINT FILLER MATERIAL HAS BEEN INSTALLED.
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