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Number
	Commenter and Company Name
	Comment
	Action Taken
	If No Action Taken, Explain Why

	1
	Luke Coltrane-de
	Suggested to include wording about dowel bars not being bent & straightened.
	Accepted
	

	
	
	
	
	

	2
	Eric Carleton – Independent Concrete Pipe Co. 
	Suggested that we take out specific test requirements for plastic joint and refer to ASTM C 990.
	Accepted and revised spec.
	

	
	
	
	
	

	3
	Butch Miller – Sika Corp
	Suggested that we use their draft spec for transverse bridge joints.
	Rejected most of suggestions.
	He wanted to allow single component sealant for any concrete joint to be sealed and to allow polyurethane also.

	
	
	
	
	

	4
	Nancy Capps – D1
	Questioned the spec to use only two-component silicone joint sealant.
	Corrected
	

	
	
	
	
	

	5
	Dean Franke-br
	Editorial comments and technical revisions to silicone sealants.
	Accepted and revised spec.
	


