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Number
	Commenter and Company Name
	Comment
	Action Taken
	If No Action Taken, Explain Why

	1
	Joe Schroer

MoDOT
	Editorial comment
	Editorial changes made.
	

	2
	Joe Schroer

MoDOT
	Questioned why ground granulated blast furnace slag can not be used
	None
	This specification calls for 2.5 sack of cement/cubic yard design.  Ground Granulated Blast Furnace Slag (GGBFOS) does exhibit some cementious properties.  However, with the amount of cement required in the specification, GGBFS would not exhibit enough cementious properties to bind the aggregate together.

	2
	Kirsten Munck

MoDOT
	Numerous editorial comments.
	Editorial changes made.
	


